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Comments

SAMPLE

2017

Assay/analysis                

Grab

Copper 0.165 %

Silver 5.2 g/t

Gold 1.9 g/t

Four grab samples (1067914, 1067915, 1067920 and 

1067921) from the occurrence area

Chapman, J. (2019-12-27): National Instrument 43-101 

Technical Report on the Arlington Project, Greenwood 

Mining Division, British Columbia, Canada

N

SHAFT

2017

Assay/analysis                

Grab

Copper 1.071 %

Silver 22.7 g/t

A grab sample (1067954) from the area of the historic 

shafts, located several hundred metres to the northwest

Chapman, J. (2019-12-27): National Instrument 43-101 

Technical Report on the Arlington Project, Greenwood 

Mining Division, British Columbia, Canada

N
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