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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

NORTH

2017

Assay/analysis                

Grab

Copper 0.460 %

Silver 19.3 g/t

A grab sample (1067909) from the northern shaft area, 

located approximately 300 metres to north of the 

southern shaft

Chapman, J. (2019-12-27): National Instrument 43-101 

Technical Report on the Arlington Project, Greenwood 

Mining Division, British Columbia, Canada

N

SOUTH

2017

Assay/analysis                

Grab

Gold 6.8 g/t A grab sample (1087866) from the southern shaft

Chapman, J. (2019-12-27): National Instrument 43-101 

Technical Report on the Arlington Project, Greenwood 

Mining Division, British Columbia, Canada
N
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