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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

GOLDEN CROWN

2006

Indicated

Gold 13.78 g/t

Copper 0.55 %

an updated NI43-101 compliant indicated resource of 

105,000 grading 13.78 grams per tonne gold and 0.55 

per cent copper, or a gold equivalent of 15.33 grams per 

tonne at a cut-off of 6.0 grams per tonne gold equivalent 

was reported for the Golden Crown (MINFILE 

082E032) occurrence. This is believed to include the 

Winnipeg (L.599) occurrence.

Property File - Merit Mining Corp. [2006-10-03]: 

Press Release - Merit Updates Greenwood Gold Project 

Resource Base

 105 

N

kt

GOLDEN CROWN

1989

Indicated

Silver 17.8300 g/t

Gold 15.2600 g/t

Copper 0.7000 %

Estimated drill indicated reserves; includes Golden 

Crown (082ESE032).

Attwood Gold Corporation, Filing Statement, May 31, 

1989.

 56,850 

Y

t

GOLDEN CROWN

1987

Unclassified

Gold 15.0 g/t

Silver 17.5 g/t

Copper 0.66 %

A resource estimate of 59,840 tonnes grading 15.0 

grams per tonne gold, 17.5 grams per tonne silver and 

0.66 per cent copper along nine mineralized zones was 

reported

Property File - Grand Forks Mines Ltd. [1987-12-11]: 

Statement of Material Facts #151/87

 59,840 

N

t

DRILLHOLE

1978

Assay/analysis                

Drill Core

Gold 30.1 g/t

Silver 38.6 g/t

Copper 1.64 %

A drill hole (78-7 or G.C. No. 7), located south of the 

MacArthur shaft, yielded 30.1 grams per tonne gold, 

38.6 grams per tonne silver and 1.64 per cent copper 

over 5.1 metres of core with a true width of 1.8 metres

Property File - Con-Am Resources Ltd. [1978-12-12]: 

News Clipping - Drilling and exploration - Golden 

Crown property

N
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