
MINFILE Inventory Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE Number: Status:Name:082ESE063 ORO DENORO (L.692) Past Producer

Ore Zone/

Year/Report On

Tonnage/

Category
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Comments

MAIN

1968

Indicated

Silver 10.3000 g/t

Gold 0.7000 g/t

Copper 0.9500 %

Campbell, 1968 and Western Miner, October 1968.

 1,058,700 

Y

t

TOTAL

1967

Combined

Silver 10.9700 g/t

Gold 0.8200 g/t

Copper 0.9200 %

Combined ore includes Reasonably assured (3,524,400 

tonnes grading 1.32 per cent copper, 0.82 grams per 

tonne gold and 10.97 grams per tonne silver); Indicated 

(18,388,600 tonnes grading 0.80 per cent copper, 0.82 

grams per tonne gold and 10.97 grams per tonne silver); 

and Possible (6,331,200 tonnes grading 0.75 per cent 

copper, 0.79 grams per tonne gold and 10.97 grams per 

tonne silver).  This ore is above the diorite sill.  

Combined ore also includes Possible ore 14,216,500 

tonnes grading 1.07 per cent copper, and minor gold and 

silver) below the sill.

Weymark, W.J., Western Miner, February 1967, page 

49.

 42,460 

Y

kt
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