
MINFILE Inventory Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE Number: Status:Name:082ESE082 MOLLIE GIBSON (L.596 S) Past Producer

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

MOLLY GIBSON

2011

Assay/analysis                

Rock

Gold 20.4 g/t Sample 11CAP030

N MINER, May 25, 2012

N

ADIT

2006

Assay/analysis                

Rock

Gold 29.5 g/t samples of mineralized quartz vein material from the 

Purcell adit and Inclined shaft yielded values of up to 

13.7 grams per tonne gold, while samples from the 

Upper adit and the Twin tunnels, located 

approximately 200 and 300 metres to the south, 

respectively, assayed 16.0 and 29.5 grams per tonne 

gold, respectively

MacIntyre, D. (2018-11-26): Technical Report - Molly 

Gibson Lode Property

N

OPENCUT

2006

Assay/analysis                

Rock

Gold 26.1 g/t samples from the Lime and Magnetic open-cuts, located 

approximately 50 metres north of the Twin tunnels, 

yielded 26.1 and 17.8 grams per tonne gold, 

respectively

MacIntyre, D. (2018-11-26): Technical Report - Molly 

Gibson Lode Property

N
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