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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

ROADCUT

2018

Assay/analysis                

Rock

Gold 61.5 g/t

Silver 30.7 g/t

Zinc 0.399 %

Lead 2.54 %

A sample (32161) from a 5-centimetre wide quartz vein 

exposed in a road cut located approximately 300 metres 

north of the Unexpected zone

MacIntyre, D. (2018-11-26): Technical Report - Molly 

Gibson Lode Property

N

SAMPLE

2007

Assay/analysis                

Rock

Gold 33.99 g/t

Silver 24.0 g/t

Lead 1.10 %

Zinc 0.61 %

samples from the Unexpected zone

MacIntyre, D. (2018-11-26): Technical Report - Molly 

Gibson Lode PropertyN

DUMP

2007

Assay/analysis                

Rock

Lead 51.5 %

Zinc 1.3 %

Silver 326.9 g/t

a sample from the shaft dump from the Unexpected 

zone

MacIntyre, D. (2018-11-26): Technical Report - Molly 

Gibson Lode Property
N

AL

2007

Assay/analysis                

Rock

Gold 4.9 g/t A sample from the old diggings on the Aldeen zone

MacIntyre, D. (2018-11-26): Technical Report - Molly 

Gibson Lode PropertyN
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