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Ministry of Energy, Mines and Petroleum Resources

| MINFILE Number:  082ESE158 Name: SEATTLE (L.652) Status: Past Producer
Ore Zone/ Tonnage/ Commodity Grade Reference/
Year/Report On Category Comments
SAMPLE Gold 11.30 g/t
Assay/analysis Silver 67.9 g/t Assessment Report 28787
0,
2006 N Rock Copper 3.65 %
TRENCH Gold 1.37 g/t channel sampling of a trench along strike of the main
Assay/analysis Copper 0.384 % skarn zone yielded 1.37 grams per tonne gold and 0.384
1993 N Channel per cent copper over 22.2 metres, with values up to

7.31 grams per tonne gold and 0.719 per cent copper
over 4.6 metres

Property File - GCNL [1993-11-17]: No. 220 (1993) -
Copper/Gold Discovered At Thimble Mountain, BC

CENTRAL Gold 14.26 g/t sampling of the Central zone
Assay/analysis Assessment Report 17378
1987 N Chip
PIT Gold 11.5 g/t sampling of the no. 2 pit, located north of the main
Assay/analysis Silver 9.6 g/t workings, yielded up to 11.5 grams per tonne gold, 9.6
1981 N Chip Copper 1.56 % grams per tonne silver and 1.56 per cent copper over 2

metres

Property File - Minequest Exploration Associates Ltd.
[1982-02-01]: Compilation of Previous Work and
Results of Magnetometry Survey

TRENCHES Gold 1.7 g/t surface sampling of two trenches yielded up to 1.7
Assay/analysis Silver 16.1 g/t grams per tonne gold, 16.1 grams per tonne silver with
1956 N Chip Copper 0.93 % 0.93 per cent copper over 2.7 metres in the no.1 trench

and 1.7 grams per tonne gold, 16.1 grams per tonne
silver with 0.58 per cent copper over 1.8 metres in the
no. 2 trench

Property File - J.B. Bush [1956-08-22]: Report -
Seattle Group

Wednesday, April 1, 2026 MINFILE Number:  082ESE158 Page 1 of 1



