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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

UPPER

2018

Assay/analysis                

Rock

Zinc 4.8 %

Lead 2.72 %

Silver 29.0 g/t

Three samples (32049 to 32051) from the Upper Eva 

Bell zone yielded from 3.3 to 4.8 per cent zinc, 0.348 to 

2.72 per cent lead and 18.2 to 29.0 grams per tonne 

silver

MacIntyre, D. (2018-11-26): Technical Report - Molly 

Gibson Lode Property

N

SAMPLE

2007

Assay/analysis                

Rock

Gold 43.07 g/t samples from the Gold Knoll zone

Assessment Report 29724

N

TRENCH

2007

Assay/analysis                

Chip

Zinc 13.72 %

Lead 2.86 %

Silver 460 g/t

Copper 2.50 %

samples from a trench exposing a 5-metre wide by 

11-metre long zone of semi-massive to massive 

magnetite-sphalerite mineralization yielded from 13.72 

per cent zinc, 2.86 per cent lead, 2.50 per cent copper 

and 460 grams per tonne silver over 3.0 metres to 3.89 

per cent zinc, 0.22 per cent lead and 12.5 grams silver 

over 5.0 metres from a separate zone

MacIntyre, D. (2018-11-26): Technical Report - Molly 

Gibson Lode Property

N
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