MINFILE Inventory Detail Report

C%?_.{JTT:EBPI] A BC Geological Survey
Ministry of Energy, Mines and Petroleum Resources
| MINFILE Number:  082ESE174 Name: OVERLANDER FR. (L.1686) Showing
Ore Zone/ Tonnage/ Commodity Grade

Year/Report On Category
SAMPLE Gold 27.30 g/t

Assay/analysis Silver 228 git Dufresne, M. (2013-11-25): Technical Report for the
2011 N Rock Greenwood Gold Project
SAMPLE Gold 7.33 g/t

Assay/analysis Silver 19.8 g/t Dufresne, M. (2013-11-25): Technical Report for the
2009 N Rock Copper 243 % Greenwood Gold Project
ADIT Gold 25.86 g/t a sample (08BMP013) from a quartz vein in an adit

Assay/analysis Silver 215 ght Dufresne, M. (2013-11-25): Technical Report for the
2008 N Rock Greenwood Gold Project
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