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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

ADIT

2009

Assay/analysis                

Rock

Gold 3.4 g/t

Silver 887 g/t

Copper 0.139 %

Lead 2.48 %

Zinc 0.535 %

a sample (09JHP104) of mineralized quartz vein from 

an adit

Dufresne, M. (2013-11-25): Technical Report for the 

Greenwood Gold Project
N
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