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Commodity Grade Reference/

Comments

B

2018

Assay/analysis                

Rock

Zinc 9.46 %

Lead 7.2 %

Silver 429 g/t

Gold 2.52 g/t

Two samples (32171 and 32175) from the Breckle zone 

yielded 6.12 and 9.46 per cent zinc, 1.17 and 7.2 per 

cent lead, 202 and 429 grams per tonne silver with 1.41 

and 2.52 grams per tonne gold, respectively

MacIntyre, D. (2018-11-26): Technical Report - Molly 

Gibson Lode Property

N

B

2006

Assay/analysis                

Grab

Gold 2.71 g/t

Silver 469 g/t

Lead 11.8 %

Zinc 12.5 %

a sample from dump pile on the Breckle zone, located 

to the south west at an elevation of approximately 1320 

metres, while a nearby sample of rusty hornfels assayed 

5.38 grams per tonne gold

MacIntyre, D. (2018-11-26): Technical Report - Molly 

Gibson Lode Property

N

DUMP

1913

Assay/analysis                

Grab

Gold 19.2 g/t

Silver 127.6 g/t

average of samples from three dump piles

Assessment Report 2063

N
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