
MINFILE Inventory Detail Report

BC Geological Survey
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MINFILE Number: Status:Name:082ESE266 GREENWOOD SLAG Past Producer

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

UNKNOWN

1973

Assay/analysis                

Chip

Aluminum 5.9400 %

Iron 16.8600 %

Magnesium 5.1600 %

Manganese 0.3100 %

Silica 43.4100 %

Calcium 23.7300 %

Warnock Hersey International Ltd. assay, 1973.
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