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MINFILE Number: Status:Name:082ESE307 MARGUERITE Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DUMP

2010

Assay/analysis                

Rock

Gold 1.055 g/t

Silver 39.1 g/t

Copper 1.48 %

sample 10JHP018 of waste rock from a shaft

Dufresne, M. (2013-11-25): Technical Report for the 

Greenwood Gold ProjectN

DUMP

2009

Assay/analysis                

Rock

Gold 1.165 g/t

Silver 51.3 g/t

Copper 1.16 %

sample 09BMP111 of waste rock from a shaft

Dufresne, M. (2013-11-25): Technical Report for the 

Greenwood Gold ProjectN
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