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Ore Zone/ Tonnage/ Commodity Grade Reference/
Year/Report On Category Comments
SAMPLE Zinc 0.13 % Two samples (A and B) from the shaft dump assayed
Assay/analysis Silver 102.2 g/t 0.13 and 0.25 per cent zinc, 102.2 and 34.3 grams per
1982 N Rock Gold 0.17 g/t tonne silver with 0.17 and 0.10 gram per tonne gold,
respectively.
Assessment Report 10628
SAMPLE Copper 7.07 % A sample (#2) of quartz-oxides-chalcopyrite is reported
Assay/analysis Zinc 4.66 % to have assayed 7.07 per cent copper, while a sample
1971 N Rock Lead 1.55 % (#3) of calcite-zinc blende (sphalerite?) is reported to
Silver 3669 g/t

have assayed 4.66 per cent zinc, 1.55 per cent lead,

Gold 8.91 g/t 3669 grams per tonne silver and 8.91 grams per tonne
gold.
Assessment Report 10628
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