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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

ADIT

2018

Assay/analysis                

Chip

Manganese 43.7 % Sample 17DR-11, rock chip sample across a 300 cm 

outcrop. The sample was taken at the location of a 

collapsed adit.

Assessment Report 36914.
N
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