BRITISH MINFILE Production Detail Report
COLUMBIA BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

| MINFILE Number: 082ESW030 Name: BEAVERDELL Status: Past Producer

Production Tonnes Tonnes Grams Kilograms

Year Mined Milled Commodity Recovered Recovered
1991 5,019 Silver 1,686,866
Gold 591
1990 36,225 36,225 Silver 10,591,231
Gold 5,785

Zinc 152,964

Lead 129,974

Copper 2,064
1989 36,550 36,550 Silver 10,018,088
Gold 6,470

Zinc 138,120

Lead 118,565

Copper 160
1988 37,262 37,262 Silver 11,001,891
Gold 7,060

Zinc 128,038

Lead 124,274

Copper 689
1987 36,352 36,352 Silver 10,831,506
Gold 9,331

Zinc 152,257

Lead 132,444

Copper 1,572
1986 34,119 34,119 Silver 10,544,545
Gold 3,763

Zinc 135,806

Lead 103,535

Copper 1,266
1985 36,820 36,820 Silver 10,709,207
Gold 3,297

Zinc 135,478

Lead 97,785

Copper 916
1984 36,795 36,795 Silver 12,019,441
Gold 4,043

Zinc 138,317

Lead 109,440

Copper 421
1983 36,203 36,203 Silver 9,962,164
Gold 4,106

Zinc 104,317

Lead 89,760

Cadmium 154
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Production Tonnes Tonnes Grams Kilograms

Year Mined Milled Commodity Recovered Recovered
1982 36,235 36,235 Silver 12,922,904
Gold 4,634

Zinc 145,206

Lead 111,629

Cadmium 794

Copper 278
1981 35,807 35,801 Silver 12,100,372
Gold 10,762

Zinc 182,044

Lead 157,293

Cadmium 1,026

Copper 319
1980 42,513 39,457 Silver 10,757,821
Gold 3,359

Zinc 145,325

Lead 93,278

Cadmium 1,080

Copper 389
1979 35,300 33,664 Silver 10,259,637
Gold 4,199

Zinc 140,679

Lead 93,324

Cadmium 1,000

Copper 613
1978 35,280 35,280 Silver 11,333,062
Gold 4,012

Zinc 139,279

Lead 105,933

Cadmium 971

Copper 865
1977 33,977 33,977 Silver 12,030,423
Gold 5,443

Zinc 139,565

Lead 122,710

Cadmium 723

Copper 328
1976 34,447 34,447 Silver 11,583,379
Gold 5,536

Zinc 186,168

Lead 147,978

Cadmium 1,219
1975 34,898 34,898 Silver 11,131,172
Gold 4,852

Zinc 136,173

Lead 132,745

Cadmium 1,304
1974 35,509 33,733 Silver 9,743,886
Gold 9,206

Zinc 130,549

Lead 126,367

Cadmium 405

Copper 257
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Production Tonnes Tonnes Grams Kilograms
Year Mined Milled Commodity Recovered Recovered
1973 34,896 33,749 Silver 14,303,741
Gold 12,970
Lead 207,619
Zinc 205,498
Cadmium 871
Copper 525
1972 33,647 33,647 Silver 21,027,059
Gold 12,566
Zinc 257,388
Lead 242,965
Cadmium 1,684
Copper 995
1971 34,761 33,025 Silver 19,837,400
Gold 10,326
Zinc 263,229
Lead 232,608
Cadmium 1,176
1970 34,614 30,141 Silver 13,818,099
Gold 16,765
Lead 269,154
Zinc 268,935
Cadmium 1,333
1969 37,325 30,939 Silver 15,867,164
Gold 18,102
Zinc 313,804
Lead 292,632
Cadmium 906
1968 37,232 34,036 Silver 17,499,232
Gold 15,147
Lead 264,968
Zinc 238,027
Cadmium 972
1967 34,516 30,862 Silver 22,204,774
Gold 24,260
Lead 455,198
Zinc 422,034
Cadmium 2,167
1966 23,944 21,898 Silver 23,180,382
Gold 27,962
Lead 479,160
Zinc 440,716
Cadmium 2,928
1965 21,676 21,045 Silver 20,154,526
Gold 18,040
Lead 282,690
Zinc 270,224
Cadmium 1,964
1964 22,761 22,761 Silver 25,187,800
Gold 15,272
Zinc 346,554
Lead 274,492
Cadmium 2,540
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Production Tonnes Tonnes Grams Kilograms
Year Mined Milled Commodity Recovered Recovered
1963 19,676 19,676 Silver 27,304,111
Gold 17,760
Zinc 482,262
Lead 365,602
Cadmium 3,656
1962 17,672 17,672 Silver 25,913,558
Gold 18,071
Zinc 501,286
Lead 412,199
Cadmium 3,792
1961 17,195 17,195 Silver 27,748,635
Gold 18,351
Zinc 440,656
Lead 342,177
Cadmium 3,573
1960 16,514 16,514 Silver 28,105,106
Gold 17,729
Zinc 536,806
Lead 388,510
Cadmium 3,797
1959 16,356 16,356 Silver 27,477,821
Gold 19,688
Zinc 505,819
Lead 404,174
Cadmium 3,563
1958 16,991 16,991 Silver 28,013,508
Gold 15,147
Zinc 389,212
Lead 330,278
Cadmium 2,793
1957 14,314 14,314 Silver 22,286,730
Gold 12,472
Zinc 282,640
Lead 223,554
Cadmium 2,110
1956 12,993 12,993 Silver 19,982,869
Gold 6,874
Zinc 177,057
Lead 138,250
Cadmium 1,492
1955 12,001 12,001 Silver 16,381,390
Gold 6,003
Zinc 172,938
Lead 119,322
Cadmium 1,446
1954 11,597 11,597 Silver 17,768,988
Gold 5,474
Zinc 182,830
Lead 132,608
Cadmium 1,609
Saturday, July 12, 2025 MINFILE Number: ~ 082ESWO030 Page 4 of 8




Production Tonnes Tonnes Grams Kilograms

Year Mined Milled Commodity Recovered Recovered

1953 13,775 13,775 Silver 20,951,914

Gold 6,469

Zinc 201,363

Lead 142,726

Cadmium 1,681
1952 7,993 7,993 Silver 11,654,605

Gold 4,043

Zinc 98,525

Lead 80,037

Cadmium 832
1951 12,847 12,847 Silver 22,313,728

Gold 7,123

Zinc 230,359

Lead 161,165

Cadmium 2,003
1950 7,605 3,726 Silver 21,665,137

Gold 7,371

Zinc 224,976

Lead 171,055

Cadmium 601
1949 5,924 5,924 Silver 26,412,854

Gold 7,651

Zinc 232,647

Lead 197,458
1948 4,960 4,960 Silver 23,019,859

Gold 7,434

Zinc 238,831

Lead 184,873
1947 4,669 4,669 Silver 18,895,073

Gold 5,910

Zinc 181,544

Lead 138,035
1946 2,193 2,193 Silver 12,834,529

Gold 3,919

Zinc 114,247

Lead 89,966
1945 1,212 1,212 Silver 8,354,857

Gold 2,084

Lead 60,433

Zinc 59,650
1944 1,246 1,246 Silver 9,306,982

Gold 3,048

Zinc 94,320

Lead 71,092
1943 2,040 2,040 Silver 10,551,008

Gold 2,924

Zinc 136,527

Lead 96,758
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Production Tonnes Tonnes Grams Kilograms
Year Mined Milled Commodity Recovered Recovered
1942 4,380 4,380 Silver 21,865,160
Gold 5,163
Zinc 331,548
Lead 213,088
1941 5,224 5,224 Silver 28,240,964
Gold 5,536
Zinc 367,314
Lead 252,434
1940 7,032 7,032 Silver 32,060,537
Gold 7,340
Zinc 388,635
Lead 275,721
1939 6,084 6,084 Silver 28,072,293
Gold 6,065
Zinc 374,707
Lead 253,975
1938 4,627 4,627 Silver 25,377,746
Gold 4,634
Zinc 328,138
Lead 226,187
1937 2,849 2,849 Silver 12,937,728
Gold 3,608
Zinc 247,923
Lead 147,099
1936 2,378 2,378 Silver 12,382,384
Gold 3,360
Zinc 200,423
Lead 124,761
1935 1,659 1,659 Silver 6,394,497
Gold 1,680
Zinc 85,358
Lead 55,295
1934 1,654 1,654 Silver 6,944,927
Gold 3,297
Zinc 82,808
Lead 64,213
1933 1,459 1,459 Silver 8,655,903
Gold 1,617
Zinc 104,301
Lead 80,442
1932 1,593 1,593 Silver 9,530,177
Gold 1,991
Zinc 114,017
Lead 84,131
1931 1,707 1,707 Silver 9,750,231
Gold 1,586
Zinc 107,243
Lead 71,853
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Production Tonnes Tonnes Grams Kilograms
Year Mined Milled Commodity Recovered Recovered
1930 1,692 1,692 Silver 11,717,900
Gold 1,555
Zinc 125,514
Lead 88,073
1929 1,250 1,250 Silver 7,907,036
Gold 1,524
Zinc 89,595
Lead 46,734
1928 1,095 1,095 Silver 7,561,948
Gold 1,275
Lead 46,115
1927 1,042 1,042 Silver 7,348,239
Gold 1,306
Lead 50,306
Zinc 11,365
1926 909 909 Silver 6,110,931
Gold 1,959
Lead 46,178
1925 531 531 Silver 6,224,239
Gold 809
Lead 48,690
1924 348 348 Silver 4,197,101
Gold 591
Lead 39,778
1923 427 427 Silver 3,291,662
Gold 622
Lead 39,846
1922 411 411 Silver 3,623,188
Gold 715
Lead 42,212
1921 97 97 Silver 1,009,479
Gold 156
Lead 10,907
1920 239 239 Silver 1,893,582
Gold 124
Lead 14,533
1919 267 267 Silver 1,636,391
Gold 187
Lead 8,281
1918 174 174 Silver 852,938
Gold 93
Lead 3,728
1917 187 187 Silver 880,090
Lead 11,975
1916 68 68 Silver 270,907
Lead 2,891
1913 9 9 Silver 16,547
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|Summary Totals

| MINFILE Number: 082ESW030 Name: BEAVERDELL Status: Past Producer
| Metric | | Imperial
| Mined | 1,198,829 tonnes 1,321,482 tons
| Milled | 1,170,226  tonnes 1,289,953 tons
Recovery: |
Silver 1,076,005,759 grams 34,594,388 ounces
Gold 520,197 grams 16,725 ounces
Zinc 13,900,078 kilograms 30,644,426 pounds
Lead 11,598,238 kilograms 25,569,738 pounds
Cadmium 58,171 kilograms 128,245 pounds
Copper 11,657 kilograms 25,699 pounds
Comments:
1991 Jig concentrates; mine closed end of February 1991.
1971 Operated by Teck Corporation.
1970 Operated by Leitch Mines Ltd.
1961 Operator name changed to Mastadon-Highland Bell Mines.
1936 Bell and Highland Lass (082ESW133) combined to form Highland-Bell.
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