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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

VEIN

2008

Assay/analysis                

Chip

Silver 3029 g/t

Copper 0.300 %

Lead 5.30 %

Zinc 8.10 %

a chip sample (080731A) from a massive 

quartz-carbonate vein with galena from the adit area 

over 0.18 metre

Gray, P.D. (2010-05-28): Technical Report on the 

Beaverdell Property

N

SHAFT

1983

Assay/analysis                

Grab

Silver 1386.9000 g/t

Gold 0.3000 g/t

Copper 0.1700 %

Lead 3.2000 %

Zinc 10.3000 %

Sample #011 (50349) from quartz vein with galena, 

sphalerite and chalcopyrite in the Buster shaft.

Assessment Report 12734.
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