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MINFILE Number: Status:Name:082ESW045 SAILOR (L.766) Prospect

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DUMP

1988

Assay/analysis                

Chip

Silver 19.7000 g/t

Gold 2.4900 g/t

Lead 0.9500 %

Zinc 0.1600 %

Sample CM8807, a representative chip sample from the 

quartz dump at the Sailor shaft.

Assessment Report 17815.
N

VEIN

1940

Assay/analysis                

Grab

Silver 13.7000 g/t

Gold 2.0500 g/t

Vein on the Sailor Reverted Crown grant.
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