
MINFILE Inventory Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE Number: Status:Name:082ESW057 WHITE KNIGHT (L.1081) Prospect

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

ADIT

1989

Assay/analysis                

Channel

Gold 0.60 g/t

Silver 91.5 g/t

Lead 1.85 %

Copper 0.27 %

Zinc 0.65 %

a 1 metre channel sample across a 2 metre wide vein 

exposed in the White Knight no.2 adit

Property File - Minnova Inc. [1989-01-01]: Property 

Exams: Okanagan Valley 1989
N

ADIT

1989

Assay/analysis                

Channel

Gold 1.36 g/t

Silver 337.0 g/t

Lead 2.61 %

Zinc 2.62 %

Copper 0.58 %

a 2.1 metre long and 5 centimetre wide channel sample 

(LP89006) from the east wall of the Submarine adit

Property File - Minnova Inc. [1989-01-01]: Property 

Exams: Okanagan Valley 1989
N
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