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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

EAGLE

2015

Assay/analysis                

Chip

Gold 423.00 g/t

Silver 51.9 g/t

sampling yielded values of up to 423.00 and 148.00 

grams per tonne gold with 51.9 and 67.8 grams per 

tonne silver over 0.30 metre, respectively, from samples 

(20851 and 20854) of outcrop on the newly identified 

B.C.-Eagle zone

MacIntyre, D. (2016-11-10): Technical Report - 

Boomerang Gold-Silver-Lead-Zinc Property

N

SAMPLE

2015

Assay/analysis                

Rock

Gold 157.00 g/t

Silver 85.1 g/t

sample (20862) of outcrop on the Iconoclast zone

MacIntyre, D. (2016-11-10): Technical Report - 

Boomerang Gold-Silver-Lead-Zinc PropertyN

SAMPLE

2015

Assay/analysis                

Chip

Gold 195.00 g/t

Silver 70.3 g/t

Lead 1.67 %

over 0.40 metre from a sample (20863) of outcrop on 

the W.S. zone

MacIntyre, D. (2016-11-10): Technical Report - 

Boomerang Gold-Silver-Lead-Zinc Property
N

SAMPLE

2014

Assay/analysis                

Chip

Gold 6.95 g/t

Silver 66.2 g/t

Zinc 0.215 %

Lead 0.447 %

sample 14BM01 from the W.S. zone over 1.25 metre

MacIntyre, D. (2016-11-10): Technical Report - 

Boomerang Gold-Silver-Lead-Zinc PropertyN

SAMPLE

2014

Assay/analysis                

Chip

Gold 1.48 g/t

Silver 9.0 g/t

Zinc 0.115 %

Lead 0.218 %

sample 14BM02 from the B.C. zone over 1.20 metres

MacIntyre, D. (2016-11-10): Technical Report - 

Boomerang Gold-Silver-Lead-Zinc PropertyN
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