MINFILE Inventory Detail Report

C%?_.{JTT:EBPI] A BC Geological Survey
Ministry of Energy, Mines and Petroleum Resources
| MINFILE Number:  082ESW079 Name: SHELL NO.17 Status:  Prospect
Ore Zone/ Tonnage/ Commodity Grade Reference/
Year/Report On Category Comments
SHAFT Silver 6.0000 g/t Sample 91KT14-D137R. A sample taken in 1971
Assay/analysis Gold 0.1000 g/t yielded 2.23 to 2.36 per cent zinc (Assessment Report
0,
1991 Grab COPper 0.1000 OA) 2926).
Zinc 0.3000 % Assessment Report 22199.
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