
MINFILE Inventory Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE Number: Status:Name:082ESW138 FOB Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DRILLHOLE

1976

Assay/analysis                

Drill Core

Molybdenum 0.1200 % Drillhole KV #3, sample 830, the 10-metre interval 

between 20 and 30 metres.

Assessment Report 6173.
N

OUTCROP

1976

Assay/analysis                

Chip

Copper 0.034 %

Molybdenum 0.092 %

Gold 0.3 g/t

Silver 3.4 g/t

Chip sampling of the main zone yielded up to 0.03 per 

cent copper and 0.22 per cent molybdenite over 21 

metres with a weighted average of 0.034 per cent 

copper and 0.092 per cent molybdenite with 

approximately 0.3 gram per tonne gold, 3.4 grams per 

tonne silver over 63 metres

Property File - Consolidated Kalco Valley Mines Ltd. 

[1976-09-07]: Geological Report on Fob 1-6, Rad and 

Vac Claims

N
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