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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2008

Assay/analysis                

Grab

Gold 56.870 g/t

Silver 97.9 g/t

Copper 0.824 %

a select grab sample (080730C) of limonite and 

malachite stained silicified granodiorite

Gray, P.D. (2010-05-28): Technical Report on the 

Beaverdell Property
N

DRILLHOLE

1983

Assay/analysis                

Drill Core

Silver 10.9000 g/t

Gold 4.2500 g/t

Copper 0.5200 %

Sample 95257 from the 0.20 metre interval between 

8.69 and 9.02 metres in drillhole WB83-2 on the upper 

mineralized siliceous zone in granodiorite.

Assessment Report 12734.
N
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