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MINFILE Number: Status:Name:082ESW239 NORTH Prospect

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

ADIT

1988

Assay/analysis                

Chip

Silver   32.5700 g/t

Lead    0.2800 %

The (Sample R-20) highest silver grade and average lead 

grade of 12 chip samples over 8.5 metres length and 50 

centimetres average width.

Assessment Report 17921.
N
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