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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

TOTAL

2013

Inferred

Gold 2.9 g/t

Silver 17.9 g/t

Calculated using a 1.0 gram per tonne cut-off grade.

PR REL Hi Ho Silver Resources Inc., May 8, 2013

 334 

Y

kt

DRILLHOLE

1994

Assay/analysis                

Drill Core

Gold 124.91 g/t

Silver 47.4 g/t

Over 4.75 metres in drillhole SC94-1, sample contained 

visible gold, and included a 1 metre section grading 

529.94 grams per tonne gold and 172.8 grams per tonne 

silver.
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