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Ore Zone/

Year/Report On

Tonnage/
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Comments

SKARN

2020

Assay/analysis                

Chip

Gold 0.43 g/t

Copper 0.17 %

A chip sample (A0866131) of massive sulphide skarn 

over 3.0 metres.

Green, D. (2020-10-23): NI 43-101 Technical Report 

on the Green Mountain Property
N

VEIN

1987

Assay/analysis                

Grab

Gold 31.3 g/t

Silver 22.5 g/t

Copper 0.25 %

Lead 0.14 %

Zinc 0.57 %

A grab sample (PDL-556) of pyrite-arsenopyrite 

stringers.

Assessment Report 16674
N

SKARN

1987

Assay/analysis                

Rock

Gold 0.49 g/t

Copper 0.15 %

Samples from trench 1 exposing a massive 

sulphide-skarn lens.

Assessment Report 16674
N
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