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Comments

MAIN

1996

Assay/analysis                

Chip

Silver 25 g/t

Lead 2.01 %

Zinc 1.45 %

A 4-metre chip sample (81928) from the Buckeye open 

stope
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N

PIT

1996

Assay/analysis                

Rock

Silver 196 g/t

Lead 2.36 %

Zinc 5.33 %

rock sample (51930) from a pit, located 36 metres 

southwest of the stope
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N
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