BRITISH MINFILE Production Detail Report
COLUMBIA BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

| MINFILE Number: 082FNEO016 Name: KOOTENAY FLORENCE Status: Past Producer
Production Tonnes Tonnes Grams Kilograms
Year Mined Milled Commodity Recovered Recovered

1972 17 Silver 1,773

Zinc 1,712

Lead 1,306
1960 535 535 Silver 114,801

Lead 94,986

Zinc 51,364

Cadmium 49
1956 2 Silver 1,151

Lead 1,168

Zinc 68
1953 1,891 1,891 Silver 105,532

Gold 124

Lead 117,702

Zinc 89,702

Cadmium 576
1952 19,857 19,490 Silver 880,153

Gold 2,706

Lead 906,153

Zinc 473,041

Cadmium 3,735
1951 4,249 4,249 Silver 143,882

Lead 128,776

Zinc 61,489

Cadmium 236
1950 Cadmium 1,511
1949 Cadmium 1,311
1948 Cadmium 998
1945 Cadmium 296
1944 9,463 9,463 Silver 391,836

Lead 461,803

Zinc 299,486

Cadmium 787
1943 11,834 11,834 Silver 197,255

Zinc 334,956

Lead 175,985
1935 15 Silver 70,448

Gold 124

Lead 4,607

Zinc 3,025
1929 37 Silver 12,721

Lead 14,019
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1924 594 594 Silver 24,851
Lead 34,463
1923 7,494 7,494 Silver 386,548
Lead 412,807
1922 3,828 3,828 Silver 128,953
Lead 190,618
1921 454 Silver 220,271
Lead 276,783
1920 1,122 Silver 581,502
Lead 688,587
1919 20,117 20,117 Silver 790,203
Lead 932,499
1918 22,475 22,219 Silver 1,225,458
Lead 1,130,833
1917 7,140 6,967 Silver 334,140
Lead 420,169
1916 4,484 4,423 Silver 282,571
Lead 304,013
1913 15 Silver 3,888
Lead 3,806
1912 56 Silver 35,364
Lead 30,466
|Summary Totals
| MINFILE Number: 082FNEO016 Name: KOOTENAY FLORENCE Status: Past Producer
| Metric | | Imperial
| Mined | 115,679 tonnes 127,514 tons
| Milled | 113,104 tonnes 124,675 tons
Recovery: |
Silver 5,933,301 grams 190,760 ounces
Gold 2,954 grams 95 ounces
Lead 6,331,549 kilograms 13,958,676 pounds
Zinc 1,314,843 kilograms 2,898,733 pounds
Cadmium 9,499 kilograms 20,942 pounds
Comments:
1972 KOOTENAY FLORENCE
1956 Clean-up material
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