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MINFILE  Number: Name: Status:082FNE018 LAKESHORE Past Producer

Production

Year

Tonnes

Mined

Tonnes

Milled Commodity

Grams

Recovered

Kilograms

Recovered

1959 Silver  35,955 

Lead  53,910 

Zinc  29,517 

Cadmium  100 

 653 

1950 Silver  2,239 

Lead  3,608 

Zinc  928 

 12 

1927 Silver  4,323 

Lead  6,692 

Zinc  2,914 

 36 

1926 Silver  3,452 

Lead  5,947 

 13 

Summary Totals

Metric Imperial

Mined

Milled

Recovery:

Silver  45,969 grams  1,478 ounces

Lead  70,157 kilograms  154,670 pounds

Zinc  33,359 kilograms  73,544 pounds

Cadmium  100 kilograms  220 pounds

 714  787 tonnes

tonnes

tons

tons

MINFILE  Number: 082FNE018 Name: LAKESHORE Status: Past Producer

Comments:
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