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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DUMP

2020

Assay/analysis                

Grab

Lead 0.39 %

Zinc 0.90 %

Silver 359.0 g/t

Three dump samples (3202070012, 3202070013 and 

3202070023) yielded from 0.08 to 0.39 per cent lead, 

0.09 to 0.90 per cent zinc with 9.0 to 359.0 grams per 

tonne silver

Assessment Report 40377

N

PITS

2020

Assay/analysis                

Grab

Lead 0.34 %

Zinc 4.43 %

Silver 35.5 g/t

three float samples (3202170086 to 3202170088) 

collected from historic pits, located approximately 175 

metres to the north, yielded from 0.03 to 0.34 per cent 

lead, 0.33 to 4.43 per cent zinc with 29.8 to 35.5 grams 

per tonne silver

Assessment Report 40377

N

SAMPLE

1996

Assay/analysis                

Rock

Lead 0.31 %

Zinc 4.97 %

Silver 56.6 g/t

A rock sample (90331) of limestone hosting patches of 

pyrite and sphalerite, from near the western corner of 

the of the Silver Hoard claim

Assessment Report 25055
N
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