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Production

Year

Tonnes

Mined

Tonnes

Milled Commodity

Grams

Recovered

Kilograms

Recovered

1982 Silver  22,674 

Lead  7,204 

Zinc  955 

 24 

1977 Silver  39,221 

Zinc  112,717 

Lead  18,024 

 238 

1976 Silver  18,475 

Zinc  20,471 

Lead  6,099 

 119 

1975 Silver  53,902 

Zinc  14,648 

Lead  11,957 

Cadmium  101 

1974 Silver  2,955 

Lead  3,338 

Zinc  423 

Copper  55 

1973 Silver  15,209 

Lead  18,793 

Zinc  2,555 

1971 Silver  8,763,550 

Gold  2,333 

Lead  13,303,250 

Zinc  11,505,038 

Copper  135,442 

Cadmium  50,795 

 232,961  236,178 

1970 Silver  9,597,857 

Gold  2,519 

Zinc  11,507,488 

Lead  9,528,112 

Copper  141,066 

Cadmium  50,816 

 220,442  223,646 

1969 Silver  9,484,145 

Gold  2,146 

Zinc  10,957,374 

Lead  9,366,361 

Copper  130,634 

Cadmium  50,706 

 209,519  209,519 

1968 Silver  10,758,403 

Gold  1,866 

Zinc  12,019,500 

Lead  9,986,872 

Copper  154,039 

Cadmium  57,746 

 228,153  228,153 
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1967 Silver  9,789,980 

Zinc  12,855,466 

Lead  10,068,065 

Copper  171,003 

Cadmium  59,818 

 231,817  231,817 

1966 Silver  10,613,214 

Zinc  13,207,906 

Lead  11,411,381 

Copper  182,343 

Cadmium  60,944 

 223,520  223,520 

1965 Silver  10,261,097 

Zinc  12,679,419 

Lead  11,111,077 

Copper  176,174 

Cadmium  56,258 

 232,539  232,539 

1964 Silver  10,078,087 

Zinc  12,895,473 

Lead  10,050,829 

Copper  161,297 

Cadmium  58,989 

 233,935  233,935 

1963 Silver  10,897,558 

Zinc  13,290,750 

Lead  11,280,696 

Copper  185,428 

Cadmium  59,482 

 232,677  232,677 

1962 Silver  9,243,532 

Zinc  10,692,237 

Lead  9,600,089 

Copper  95,980 

Cadmium  61,681 

 215,675  215,675 

1961 Silver  9,895,699 

Zinc  13,220,466 

Lead  10,173,220 

Copper  145,421 

Cadmium  63,625 

 229,354  229,354 

1960 Silver  11,022,810 

Zinc  13,564,273 

Lead  11,652,029 

Copper  166,921 

Cadmium  64,132 

 231,849  231,849 

1959 Silver  9,578,200 

Zinc  13,685,555 

Lead  9,623,150 

Copper  111,583 

Cadmium  63,304 

 228,034  228,034 

1958 Silver  11,295,241 

Zinc  14,420,828 

Lead  12,494,544 

Copper  145,492 

Cadmium  67,776 

 232,110  232,110 
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1957 Silver  11,234,061 

Zinc  14,097,408 

Lead  11,759,499 

Copper  135,484 

Cadmium  63,241 

 232,345  232,345 

1956 Silver  11,465,561 

Zinc  14,005,172 

Lead  11,879,719 

Copper  158,681 

Cadmium  64,533 

 226,002  229,084 

1955 Silver  10,758,683 

Zinc  12,860,735 

Lead  11,327,052 

Copper  156,598 

Cadmium  58,864 

 219,345  219,345 

1954 Silver  7,658,367 

Zinc  9,560,465 

Lead  8,276,691 

Copper  125,366 

Cadmium  43,817 

 147,992  147,992 

1953 Silver  10,597,476 

Zinc  11,820,543 

Lead  11,344,468 

Copper  176,374 

Cadmium  53,754 

 196,315  196,315 

1952 Silver  7,029,122 

Zinc  7,184,365 

Lead  7,109,069 

Cadmium  31,561 

 123,569  123,569 

1927 Silver  1,078,123 

Lead  1,156,462 

Zinc  1,049,734 

 17,008  17,008 

1926 Silver  1,331,830 

Lead  1,216,278 

Zinc  1,209,729 

 28,150  28,150 

1925 Silver  871,195 

Lead  673,749 

Zinc  580,315 

 15,904  15,798 

1922 Silver  12,068 

Lead  7,015 

 60 

1921 Silver  165,437 

Lead  172,146 

 3,224  3,144 

1920 Silver  626,321 

Lead  621,665 

 11,743  9,809 

1919 Silver  190,786 

Lead  146,476 

 1,489  408 

1918 Silver  964,037 

Lead  652,972 

 7,145  2,787 

1917 Silver  2,027,947 

Lead  1,556,608 

 53,140  52,244 
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1916 Silver  1,722,329 

Lead  1,745,341 

 50,811  50,811 

1915 Silver  813,499 

Lead  975,619 

 21,373  21,373 

1914 Silver  1,443,335 

Lead  1,869,806 

 43,771  43,771 

1913 Silver  2,728,573 

Lead  3,189,163 

 72,992  72,992 

1912 Silver  1,393,321 

Lead  1,718,505 

 27,406  27,406 

1910 Silver  486,824 

Lead  646,773 

 11,859  11,859 

1909 Silver  2,309,864 

Lead  3,040,568 

 53,281  53,281 

1908 Silver  733,689 

Lead  1,028,359 

 17,157  17,081 

1906 Silver  537,491 

Lead  610,665 

 8,190  8,164 

1895 Silver  1,399,635 

Lead  1,360,770 

 47,173 

Summary Totals

Metric Imperial

Mined

Milled

Recovery:

Silver  221,011,383 grams  7,105,681 ounces

Gold  8,864 grams  285 ounces

Zinc  249,022,008 kilograms  548,999,552 pounds

Lead  233,800,528 kilograms  515,441,933 pounds

Copper  2,855,381 kilograms  6,295,038 pounds

Cadmium  1,141,943 kilograms  2,517,553 pounds

 4,820,029  5,313,172 

 4,774,123  5,262,569 

tonnes

tonnes

tons

tons

MINFILE  Number: 082FNE043 Name: BLUEBELL Status: Past Producer

1982 Tailings.

1974 8 tonnes lead conc. shippped.

1973 Lead conc. 59 tonnes, salvage from Kootenay Bay.

1957 Includes 530 tons tailings recovered from Kootenay Lake.

1956 Includes 3397 tons of tailings recovered from Kootenay Lake.

Comments:
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