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Ore Zone/ Tonnage/ Commodity Grade Reference/
Year/Report On Category Comments
SAMPLE Zinc 38.65 % two chip samples (1444305 to 1444306) of oxidized
Assay/analysis Lead 421 % galena from the occurrence area yielded 18.53 and 38.65
2014 N Rock Silver 56 g/t per cent zinc, 2.10 and 4.21 per cent lead with 48 and
56 grams per tonne silver, respectively
Assessment Report 35075
DRILLHOLE Lead 0.23 % over 0.4 metres (63.2 to 63.6 metres down-hole) of
Assay/analysis Zinc 1.76 % calcite veining hosting sphalerite and galena in a
1980 N Drill Core Silver 8.9 g/t limestone in hole 80-14

Assessment Report 8992
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