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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2012

Assay/analysis                

Rock

Lead 1 %

Zinc 1 %

Silver 100 g/t

Two undescribed rock samples (1986626 and 1986627) 

from the occurrence area both yielded greater than 1.00 

per cent zinc and lead, each, and greater than 100 grams 

per tonne silver

Assessment Report 33426

N

VEIN

1989

Assay/analysis                

Rock

Lead 4.99 %

Zinc 13.30 %

Silver 60.9 g/t

average of two samples (E49711 and E49712) from the 

main vein, as exposed near Krao Creek

Assessment Report 19130
N

DUMP

1989

Assay/analysis                

Grab

Lead 9.98 %

Zinc 2.47 %

Silver 69.9 g/t

average of two dump samples (E49721 and E49722) 

from the adit mouth on the Hamburg claim to the east

Assessment Report 19130
N

DRILLHOLE

1980

Assay/analysis                

Drill Core

Zinc 0.33 %

Lead 0.12 %

Silver 60.3 g/t

Gold 4.11 g/t

Drilling on the west side Krao Creek yielded intercepts 

of up to 0.33 per cent zinc, 0.12 per cent lead, 60.3 

grams per tonne silver and 4.11 grams per tonne gold 

over 0.28 metre (77.57 to 77.85 metres down-hole) in 

hole 80-4 and 0.96 per cent zinc, 1.96 per cent lead and 

63.8 grams per tonne silver over 0.55 metre (85.27 to 

85.82 metres down-hole) in hole 80-6

Assessment Report 8254

N
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