
MINFILE Inventory Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE Number: Status:Name:082FNE084 SILVER HILL (L.2852) Past Producer

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2008

Assay/analysis                

Rock

Silver 1179.8 g/t

Copper 1.5 %

Lead 5.8 %

Zinc 5.1 %

average of 11 samples

Assessment Report 30211

N

ADIT

2008

Assay/analysis                

Chip

Silver 5732.9 g/t

Gold 0.68 g/t

Copper 9.47 %

Lead 10.69 %

Zinc 3.25 %

Antimony 2.40 %

a 20 centimetre wide sample (52007) of vein material 

from the adit

Assessment Report 30211
N

VEIN

2008

Assay/analysis                

Rock

Silver 428.3 g/t

Lead 3.14 %

Copper 0.24 %

Zinc 0.13 %

sample from the second vein

Assessment Report 30211

N
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