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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1990

Assay/analysis                

Rock

Silver 116 g/t

Zinc 0.366 %

Lead 0.276 %

Copper 0.643 %

rock sample RV9018

Assessment Report 20708

N

UNDERGROUND

1976

Assay/analysis                

Grab

Lead 0.33 %

Zinc 2.82 %

Silver 4206.6 g/t

grab sample (508) of a oxidized fracture zone near the 

end of the 2350 level adit

Assessment Report 6109
N

UNDERGROUND

1976

Assay/analysis                

Chip

Lead 2.22 %

Zinc 2.75 %

Silver 32.5 g/t

a 2.0 metre chip sample (502) of a oxidized fracture 

zone, from the 2350-1 cross-cut

Assessment Report 6109
N

UNDERGROUND

1976

Assay/analysis                

Grab

Lead 31.50 %

Zinc 0.19 %

Silver 1727.1 g/t

grab sample (634) from the 2240 level adit, near the 

2240-6 cross cut

Assessment Report 6109
N

UNDERGROUND

1976

Assay/analysis                

Chip

Lead 5.07 %

Zinc 3.5 %

Silver 221.6 g/t

a 2.0 metre chip sample (643) from the 2240 level adit, 

near the 2240-6 cross cut

Assessment Report 6109
N
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