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MINFILE  Number: Name: Status:082FNE113 CRAWFORD BAY Producer

Production

Year

Tonnes

Mined

Tonnes

Milled Commodity

Grams

Recovered

Kilograms

Recovered

1992 Dolomite  29,027,000  29,027 

1988 Dolomite  45,500,000  45,500 

1987 Dolomite  31,896,614  31,897 

1986 Dolomite  27,502,211  27,502 

1985 Dolomite  27,329,849  27,330 

1984 Dolomite  25,096,357  25,096 

1983 Dolomite  29,174,152  29,174 

1982 Dolomite  29,729,349  29,729 

1981 Dolomite  39,775,513  39,776 

1980 Dolomite  41,745,918  41,746 

1979 Dolomite  37,098,411  37,098 

1978 Dolomite  36,838,049  36,838 

1977 Dolomite  35,968,966  35,969 

1976 Dolomite  34,911,188  34,911 

1975 Dolomite  28,026,564  28,027 

1974 Dolomite  29,312,952  29,313 

1973 Dolomite  35,325,772  35,326 

1972 Dolomite  45,000,000  45,000 

1971 Dolomite  45,000,000  45,000 

1970 Dolomite  10,101,501  10,102 

1969 Dolomite  12,483,768  12,483 

1968 Dolomite  8,661,800  8,662 

1966 Dolomite  5,347,854  5,348 

1965 Dolomite  2,970,123  2,970 

1964 Dolomite  2,960,144  2,960 

1963 Dolomite  55,214,889  55,215 

1962 Dolomite  11,125,713  11,126 
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Summary Totals

Metric Imperial

Mined

Milled

Recovery:

Dolomite  763,124,657 kilograms  1,682,401,882 pounds

 763,125  841,201 tonnes

tonnes

tons

tons

MINFILE  Number: 082FNE113 Name: CRAWFORD BAY Status: Producer

1992 1989-1991: Production statistics not available.

Comments:
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