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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DRILLHOLE

2016

Assay/analysis                

Drill Core

Lead 0.240 %

Zinc 0.463 %

re-sampling (Sample 2109108) of the core from drill 

hole P99-1, over 20 centimetres

Assessment Report 36105
N

SAMPLE

2015

Assay/analysis                

Rock

Copper 0.375 %

Silver 2.7 g/t

Sample CK15-333

Assessment Report 35828

N
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