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MINFILE Number: Status:Name:082FNE132 FIVE METALS Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

VEIN

1980

Assay/analysis                

Chip

Silver 90.6 g/t

Lead 10.99 %

Zinc 10.64 %

a rock chip sample (7745) of mineralized vein material

Assessment Report 9845

N

SAMPLE

1980

Assay/analysis                

Rock

Silver 21.5 g/t

Lead 0.12 %

Barite 45.67 %

a sample of barite

Assessment Report 9845

N
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