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MINFILE Number: Status:Name:082FNE134 FOURTH (L.301) Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1979

Assay/analysis                

Grab

Lead 3.9 %

Zinc 9.8 %

Silver 219 g/t

average of three samples (B, E and G) of fault zone 

material

Assessment Report 8192
N

SAMPLE

1979

Assay/analysis                

Grab

Lead 14.9 %

Zinc 3.52 %

Silver 291 g/t

a sample (A) of black argillaceous limestone

Assessment Report 8192

N
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