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MINFILE  Number: Name: Status:082FNE165 PILOT BAY Past Producer

Production

Year

Tonnes

Mined

Tonnes

Milled Commodity

Grams

Recovered

Kilograms

Recovered

1989 Silver  29,366 

Zinc  94,438 

Lead  4,191 

1980 Silver  530,314 

Gold  317 

Zinc  13,194 

Lead  5,820 

1979 Silver  73,746 

Gold  31 

Zinc  2,100 

Lead  824 

 208 

1978 Silver  1,275 

Zinc  3,746 

Lead  527 

 8 

1952 Silver  97,508 

Zinc  274,719 

Lead  37,611 

 1,010 

1951 Silver  62,330 

Zinc  237,777 

Lead  20,656 

 490 

1950 Silver  17,324 

Gold  31 

Lead  8,408 

Zinc  5,384 

 110 

1949 Silver  41,802 

Gold  31 

Lead  25,603 

Zinc  7,052 

 136 

1948 Silver  141,021 

Gold  218 

Zinc  95,135 

Lead  60,971 

 724 
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Summary Totals

Metric Imperial

Mined

Milled

Recovery:

Silver  994,686 grams  31,980 ounces

Gold  628 grams  20 ounces

Zinc  733,545 kilograms  1,617,190 pounds

Lead  164,611 kilograms  362,905 pounds

 2,686  2,960 tonnes

tonnes

tons

tons

MINFILE  Number: 082FNE165 Name: PILOT BAY Status: Past Producer

1989 Custom ore.

1980 Clean up.  Operated by D. Pearce 1978-1980.

1979 Clean up.

1978 Conc.; lead 2 t, zinc 6 t. Ore from Pilot Bay Smelter clean up.

1952 Ore from tailings.  Operated by G.L. Green 1951-1952.

1951 Ore from tailings.  Lead concentrate 21 t, zinc concentrate 468 t.

1948 Operated by H.T. Steams.  Ore is from dumps around the mill.

Comments:
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