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Comments

SAMPLE

2009

Assay/analysis                

Rock

Iron 20.55 %

Vanadium 0.024 %

Two samples (SK09-09 and -11) of magnetite hosted in 

gabbro yielded 20.22 and 20.55 per cent iron with 0.015 

and 0.024 per cent vanadium, respectively

Assessment Report 31587
N

SAMPLE

1994

Assay/analysis                

Rock

Iron 30.38 % Two samples of the bedded magnetite yielded values of 

18.02 and 30.38 per cent iron, respectively

Assessment Report 23675
N

Friday, May 29, 2026 Page 1 of 1082FNE224MINFILE  Number:


