BRITISH
COLUMBIA

MINFILE Production Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

| MINFILE Number: 082FNW003 Name: BOSUN Status: Past Producer
Production Tonnes Tonnes Grams Kilograms
Year Mined Milled Commodity Recovered Recovered
1976 13 Silver 8,598
Zinc 1,959
Lead 546
1974 15 Silver 23,607
Zinc 3,233
Lead 1,313
Copper 37
1962 38 Silver 49,640
Zinc 3,690
Lead 3,255
Cadmium 20
1960 13 Silver 10,140
Zinc 2,071
Lead 482
1959 11 Silver 13,561
Lead 1,418
Zinc 1,302
1957 69 69 Silver 38,910
Gold 31
Zinc 5,465
Lead 2,978
Cadmium 29
1952 61 Silver 163,477
Gold 31
Lead 21,729
Zinc 7,363
1951 288 Silver 99,561
Zinc 17,765
Lead 3,000
1950 400 215 Silver 596,244
Gold 124
Lead 62,763
Zinc 47,246
1949 1,108 Silver 1,268,754
Gold 311
Lead 188,805
Zinc 42,747
Cadmium 125
1948 1,083 Silver 959,465
Gold 187
Zinc 107,154
Lead 80,968
Cadmium 344
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Production Tonnes Tonnes Grams Kilograms
Year Mined Milled Commodity Recovered Recovered
1947 264 Silver 851,196
Gold 156
Lead 83,461
Zinc 53,369
1946 54 Silver 188,484
Gold 31
Lead 27,779
Zinc 1,337
1943 7 Silver 16,174
Zinc 2,257
Lead 901
1942 35 Silver 83,947
Zinc 13,688
Lead 2,139
1941 29 Silver 79,966
Gold 31
Zinc 11,457
Lead 3,896
Cadmium 90
1940 86 Silver 185,872
Gold 62
Zinc 31,511
Lead 7,678
Cadmium 206
1939 82 Silver 215,139
Gold 31
Zinc 27,870
Lead 12,266
1938 83 Silver 248,700
Gold 62
Zinc 23,250
Lead 19,707
1937 101 Silver 269,259
Gold 31
Zinc 29,293
Lead 18,202
1936 161 Silver 404,339
Gold 93
Zinc 47,061
Lead 27,309
1935 311 Silver 958,719
Gold 156
Zinc 76,282
Lead 74,462
1934 439 Silver 1,243,405
Gold 311
Zinc 105,735
Lead 97,562
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Production Tonnes Tonnes Grams Kilograms
Year Mined Milled Commodity Recovered Recovered
1933 55 Silver 142,794
Gold 31
Lead 13,303
Zinc 11,286
1932 20 Silver 60,340
Lead 5,610
Zinc 4,295
1930 184 Silver 512,795
Zinc 44,349
Lead 33,228
1929 869 Silver 2,058,179
Lead 180,124
Zinc 146,282
1928 1,042 923 Silver 2,283,302
Gold 62
Lead 190,652
Zinc 189,456
1927 1,357 1,129 Silver 3,342,080
Gold 156
Lead 269,363
Zinc 266,604
1926 2,731 2,082 Silver 3,743,526
Gold 62
Lead 264,744
Zinc 245,062
1925 656 Silver 1,818,592
Zinc 162,943
Lead 118,927
1924 1,412 Silver 5,356,310
Gold 156
Lead 317,590
Zinc 283,079
1923 1,194 Silver 3,616,626
Gold 280
Zinc 253,983
Lead 226,858
1922 1,733 Silver 5,084,096
Lead 313,547
Zinc 140,427
1921 232 Silver 1,159,302
Lead 109,876
Zinc 23,864
1920 2,173 2,173 Silver 168,050
Lead 12,711
Zinc 6,580
1919 15,397 15,064 Silver 8,003,611
Gold 31
Lead 553,830
Zinc 480,819
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1918 25,188 25,070 Silver 2,489,920

Zinc 223,495
Lead 166,104

1906 157 Silver 252,463

Gold 746
Lead 65,396

1903 943 Silver 2,304,701
Lead 134,154

1902 700 Silver 2,324,918
Lead 234,676

1901 624 Silver 1,888,170
Lead 200,931

1900 959 Silver 2,804,278
Lead 346,762

1899 449 Silver 1,463,396
Lead 175,552

1898 396 Silver 1,592,722
Lead 229,950

|Summary Totals
| MINFILE Number: 082FNW003 Name: BOSUN Status: Past Producer
| Metric | | Imperial
| Mined | 63,222 tonnes 69,690 tons
| Milled | 46,725 tonnes 51,505 tons
Recovery: |

Silver 60,447,328 grams 1,943,427 ounces

Gold 3,172 grams 102 ounces

Lead 4,906,507 kilograms 10,816,996 pounds

Zinc 3,145,629 kilograms 6,934,925 pounds

Cadmium 814 kilograms 1,795 pounds

Copper 37 kilograms 82 pounds

Comments:
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