
MINFILE Production Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE  Number: Name: Status:082FNW032 CHAMBERS (L.1752) Past Producer

Production

Year

Tonnes

Mined

Tonnes

Milled Commodity

Grams

Recovered

Kilograms

Recovered

1984 Silver  387,627 

Gold  155 

Zinc  235,738 

Lead  73,417 

Cadmium  1,611 

 2,288 

1965 Silver  4,230 

Lead  1,082 

Zinc  58 

 2 

1964 Silver  20,373 

Lead  5,408 

Zinc  259 

 8 

1921 Silver  15,956 

Lead  3,817 

 5 

1896 Silver  62,206 

Lead  12,701 

 18 

Summary Totals

Metric Imperial

Mined

Milled

Recovery:

Silver  490,392 grams  15,766 ounces

Gold  155 grams  5 ounces

Zinc  236,055 kilograms  520,412 pounds

Lead  96,425 kilograms  212,581 pounds

Cadmium  1,611 kilograms  3,552 pounds

 2,321  2,558 tonnes

tonnes

tons

tons

MINFILE  Number: 082FNW032 Name: CHAMBERS (L.1752) Status: Past Producer
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