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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

VEIN

1987

Assay/analysis                

Grab

Silver 172.0000 g/t

Copper 0.0375 %

Lead 0.1700 %

Zinc 9.8100 %

Sample MA-270.

Open File 1988-11.

N

NO. 1

1976

Assay/analysis                

Chip

Gold 0.7 g/t

Silver 1573 g/t

Copper 0.25 %

Zinc 27.0 %

Lead 0.51 %

two chip samples (78LJ1 and 78LJ2) of mineralized 

quartz shear from the No.1 level workings yielded 0.7 

and 0.7 gram per tonne gold, 377 and 1573 gram per 

tonne silver, 0.053 and 0.25 per cent copper, 13.1 and 

27.0 per cent zinc with 3.75 and 0.51 per cent lead over 

0.927 and 0.305 metre, respectively

Property File - T.D. Lewis [1978-11-01]: Report - 

Spruce Claim Group

N
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