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MINFILE  Number: Name: Status:082FNW077 COMSTOCK (L.1814) Past Producer

Production

Year

Tonnes

Mined

Tonnes

Milled Commodity

Grams

Recovered

Kilograms

Recovered

1988 Silver  267,860 

Gold  12,356 

Zinc  126,653 

Lead  48,062 

1970 Silver  746 

Zinc  4 

Lead  4 

 29 

1920 Silver  30,077 

Lead  5,599 

 13 

1916 Silver  65,316 

Gold  31 

Lead  3,629 

 13 

1908 Silver  28,304 

Lead  231 

 4 

1905 Silver  41,958 

Lead  6,029 

 13 

1904 Silver  898,503 

Lead  151,103 

 268 

1898 Silver  355,010 

Lead  2,977 

 115 

Summary Totals

Metric Imperial

Mined

Milled

Recovery:

Silver  1,687,774 grams  54,263 ounces

Gold  12,387 grams  398 ounces

Lead  217,634 kilograms  479,801 pounds

Zinc  126,657 kilograms  279,231 pounds

 455  501 tonnes

tonnes

tons

tons

MINFILE  Number: 082FNW077 Name: COMSTOCK (L.1814) Status: Past Producer

1988 Figures from custom smelter report; tonnes mined not available.

1970 Clean-up.

Comments:
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