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MINFILE Number: Status:Name:082FNW096 BISMARK (L.11273) Past Producer

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

ADIT

1980

Assay/analysis                

Chip

Silver 2040.0000 g/t

Lead 1.5800 %

Zinc 17.1000 %

Sample 1177, a 0.4-metre chip sample taken from the 

lower adit.

Assessment Report 8437.

UNDERGROUND 

WORKINGS

1980

Assay/analysis                

Chip

Silver 1241.0000 g/t

Lead 3.0800 %

Zinc 1.9800 %

Sample 22297, a 0.3-metre chip sample taken from a 

raised stope to surface.

Assessment Report 8437.
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