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MINFILE  Number: Name: Status:082FNW145 WESTMONT (L.8929) Past Producer

Production

Year

Tonnes

Mined

Tonnes

Milled Commodity

Grams

Recovered

Kilograms

Recovered

1980 Silver  89,827 

Gold  36 

Zinc  4,956 

Lead  2,389 

Copper  54 

Cadmium  17 

 481 

1975 Silver  39,470 

Zinc  4,012 

Lead  2,654 

 62 

1971 Silver  27,651 

Zinc  4,525 

Lead  2,426 

 65 

1969 Silver  24,447 

Zinc  528 

Lead  389 

 9  9 

1968 Silver  52,968 

Lead  932 

Zinc  733 

 22 

1959 Silver  212,433 

Gold  93 

Zinc  11,698 

Lead  8,875 

 191 

1958 Silver  411,026 

Gold  124 

Zinc  27,797 

Lead  18,726 

Cadmium  51 

 404 

1956 Silver  76,296 

Zinc  2,540 

Lead  1,808 

 154 

1929 Silver  67,462 

Zinc  3,244 

Lead  1,086 

 26 

1928 Silver  45,566 

Zinc  5,887 

Lead  1,906 

 40 

1919 Silver  288,885 

Lead  2,895 

 66 

1918 Silver  109,389 

Lead  3,944 

 44 
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1914 Silver  372,272 

Gold  156 

Lead  3,837 

 135 

1913 Silver  1,079,430 

Gold  249 

Lead  18,319 

 305 

1912 Silver  179,153 

Lead  3,993 

 54 

1911 Silver  1,278,022 

Gold  467 

Lead  19,972 

 195 

1910 Silver  3,971,946 

Gold  933 

Lead  75,307 

 614 

1909 Silver  1,014,082 

Lead  17,462 

 180 

1908 Silver  1,605,568 

Lead  12,041 

 143 

1907 Silver  138,937 

Lead  820 

 21 

Summary Totals

Metric Imperial

Mined

Milled

Recovery:

Silver  11,084,830 grams  356,386 ounces

Gold  2,058 grams  66 ounces

Lead  199,781 kilograms  440,442 pounds

Zinc  65,920 kilograms  145,329 pounds

Cadmium  68 kilograms  150 pounds

Copper  54 kilograms  119 pounds

 3,211  3,539 

 9  9 

tonnes

tonnes

tons

tons

MINFILE  Number: 082FNW145 Name: WESTMONT (L.8929) Status: Past Producer

1956 Dump ore.  Contents included in VAN ROI returns.

Comments:
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