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MINFILE  Number: Name: Status:082FNW152 ARLINGTON Past Producer

Production

Year

Tonnes

Mined

Tonnes

Milled Commodity

Grams

Recovered

Kilograms

Recovered

1979 Silver  117,300 

Gold  588 

Lead  15,724 

Zinc  12,967 

Copper  53 

Cadmium  46 

 1,037 

1978 Silver  84,569 

Lead  5,946 

Zinc  3,647 

 152 

1976 Silver  170,258 

Gold  62 

Lead  6,680 

Zinc  4,185 

 21 

1975 Silver  44,384 

Zinc  8,317 

Lead  6,679 

 120 

1971 Silver  337,592 

Lead  22,530 

Zinc  20,027 

 835 

1970 Silver  1,062,012 

Lead  63,534 

Zinc  42,216 

 2,533 

1969 Silver  833,716 

Lead  36,554 

 1,739 

1968 Silver  419,922 

Gold  31 

Lead  15,897 

Zinc  11,430 

 758 

1964 Silver  17,044 

Copper  781 

Lead  669 

 112 

1963 Silver  49,423 

Lead  2,332 

Zinc  1,863 

 296 

1962 Silver  103,697 

Silica  575,881 

Lead  3,901 

Zinc  3,124 

 576 

1948 Silver  35,582 

Lead  5,620 

Zinc  4,447 

 63 
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Production

Year

Tonnes

Mined

Tonnes

Milled Commodity

Grams

Recovered

Kilograms

Recovered

1939 Silver  159,776 

Gold  31 

Lead  3,518 

Zinc  2,368 

 183 

1938 Silver  62,050 

Gold  31 

Lead  1,806 

Zinc  1,099 

 75 

1937 Silver  108,487 

Lead  4,690 

Zinc  3,173 

 479 

1922 Silver  63,108 

Lead  923 

 12 

1919 Silver  78,597 

Lead  3,174 

 249 

1918 Silver  171,502 

Lead  9,965 

 340 

1911 Silver  86,902 

Lead  4,256 

 26 

1909 Silver  13,343  18 

1908 Silver  426,267 

Lead  19,782 

 181 

1907 Silver  1,939,552 

Lead  63,306 

 813 

1906 Silver  1,214,323 

Lead  49,566 

 620 

1905 Silver  784,449 

Lead  23,723 

 518 

1903 Silver  77,571 

Lead  3,027 

 34 

1902 Silver  7,211,168 

Lead  115,562 

 2,706 

1901 Silver  11,268,244 

Lead  263,280 

 4,793 

1900 Silver  4,316,008 

Lead  104,403 

 1,227 

1898 Silver  173,026 

Lead  4,440 

 31 

1897 Silver  0  45 
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Summary Totals

Metric Imperial

Mined

Milled

Recovery:

Silver  31,429,872 grams  1,010,494 ounces

Gold  743 grams  24 ounces

Lead  861,487 kilograms  1,899,254 pounds

Silica  575,881 kilograms  1,269,600 pounds

Zinc  118,863 kilograms  262,048 pounds

Copper  834 kilograms  1,839 pounds

Cadmium  46 kilograms  101 pounds

 20,592  22,698 tonnes

tonnes

tons

tons

MINFILE  Number: 082FNW152 Name: ARLINGTON Status: Past Producer

1976 Concentrates from dump.

1975 Crude ore.

1897 No recoveries reported.

Comments:
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