BRITISH
COLUMBIA

MINFILE Production Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

| MINFILE Number: 082FNWI155 Name: OTTAWA (L.4968) Status: Past Producer
Production Tonnes Tonnes Grams Kilograms
Year Mined Milled Commodity Recovered Recovered
1984 1 1 Silver 15,959
1983 5 5 Silver 9,393
Lead 162
Zinc 61
1982 28 28 Silver 358,125
Copper 137
1981 180 180 Silver 278,221
Lead 489
Zinc 340
1980 596 596 Silver 994,689
1979 69 Silver 673,764
1978 496 Silver 1,372,047
Lead 647
Zinc 335
Copper 234
1977 1,304 Silver 1,325,579
Gold 33
Lead 557
Zinc 344
Copper 196
1976 1,348 Silver 999,402
Gold 18
Lead 1,623
Zinc 1,169
Copper 226
1975 12 Silver 105,532
Lead 82
Zinc 35
1973 25 Silver 268,108
Lead 139
Zinc 58
1972 73 Silver 914,801
Lead 389
Zinc 239
1971 95 Silver 471,304
Lead 431
Zinc 193
1970 114 Silver 600,443
Lead 713
Zinc 564
Thursday, October 23, 2025 MINFILE Number: ~ 082FNW155 Page 1 of 4



Production Tonnes Tonnes Grams Kilograms
Year Mined Milled Commodity Recovered Recovered
1969 104 2,493 Silver 975,048
Lead 283
1968 4,005 Silver 2,038,802
1967 1,462 Silver 754,434
Gold 62
Zinc 2,537
Lead 1,931
1966 843 Silver 2,270,954
Gold 31
Lead 2,133
Zinc 1,452
1965 907 Silver 2,163,027
Lead 3,735
Zinc 1,427
1964 5,806 5,806 Silver 1,586,346
Gold 156
Lead 1,420
Zinc 486
1963 348 Silver 1,355,127
Gold 93
Lead 1,015
Zinc 580
1962 671 Silver 1,440,909
Gold 62
Zinc 926
Lead 827
1961 82 Silver 339,178
Gold 31
Lead 317
Zinc 151
1960 13 Silver 92,251
Lead 86
Zinc 43
1959 14 Silver 162,918
Lead 110
Zinc 21
1958 25 Silver 130,633
Gold 31
Lead 155
Zinc 93
1957 14 Silver 105,812
Lead 106
Zinc 43
1956 9 Silver 84,973
Lead 53
Zinc 16
1953 69 Silver 352,739
Gold 93
Lead 258
Zinc 118
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Production Tonnes Tonnes Grams Kilograms
Year Mined Milled Commodity Recovered Recovered
1952 63 Silver 483,185
Gold 31
1951 288 Silver 2,667,020
Gold 31
1950 123 Silver 623,180
1949 64 Silver 488,348
1948 53 Silver 509,934
1947 28 Silver 193,585
1946 47 Silver 449,625
Gold 31
1945 10 Silver 103,293
1944 8 Silver 64,725
1942 14 Silver 166,681
1941 39 Silver 480,604
1940 77 Silver 710,672
Gold 31
1939 257 Silver 507,819
Gold 31
1938 442 Silver 1,902,944
Gold 93
Lead 344
Zinc 23
1937 340 Silver 427,542
Gold 31
Lead 1,642
Zinc 1,520
1926 24 Silver 37,199
1925 7 Silver 24,882
1924 57 Silver 251,001
1923 18 Silver 76,513
1922 131 Silver 1,948,852
Gold 62
1921 1,306 Silver 190,537
1920 424 Silver 655,185
1919 381 Silver 294,577
1918 44 Silver 277,221
1917 161 Silver 684,701
1916 77 Silver 345,710
1915 32 Silver 148,672
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1914 253 Silver 1,304,180
Gold 31
1913 57 Silver 278,994
1912 17 Silver 47,277
1911 18 Silver 155,515
1910 18 Silver 213,367
1909 408 Silver 826,313
1908 27 Silver 158,781
1907 157 Silver 1,081,545
1906 430 Silver 2,860,418
1905 494 Silver 3,455,917
Lead 98,883
1904 1,226 Silver 7,669,378
Lead 241,555
1903 138 Silver 934,272
|Summary Totals
I MINFILE Number: 082FNWI155 Name: OTTAWA (L.4968) Status: Past Producer
| Metric | | Imperial
| Mined | 26,476 tonnes 29,184 tons
| Milled | 9,109 tonnes 10,040 tons
Recovery: |
Silver 55,940,682 grams 1,798,535 ounces
Gold 982 grams 32 ounces
Lead 360,085 kilograms 793,852 pounds
Zinc 12,774 kilograms 28,162 pounds
Copper 793 kilograms 1,748 pounds
Comments:
1984 Crude ore
1983 Clean-up
1973 Crude ore
1969 Waste dump material from earlier operations.
1938 Estimate
1937 Estimate
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