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TRENCH

2007

Assay/analysis                

Chip

Silver 117.92 g/t

Price, B. (2007-08-15): NI 43-101 Compliant Technical 

Report – Jumbo Silver PropertyN

DUMP

1987

Assay/analysis                

Grab

Silver 190.0000 g/t

Gold 10.0000 g/t

Lead 3.4000 %

Zinc 0.4800 %

Grab sample from oxidized dump material (Sample 

DB-303).

Open File 1988-11.
N

TRENCH

1983

Assay/analysis                

Chip

Gold 4.15 g/t

Silver 32.0 g/t

sample (J64) from a shear exposed in a trench assayed 

4.15 grams per tonne gold with 32.0 grams per tonne 

silver over 1 metre

Property File - T.R. Stokes [1983-10-01]: Geology 

Map - Jumbo Claim - Map 1

N

UNDERGROUND

1983

Assay/analysis                

Rock

Gold 8.2 g/t

Silver 26.0 g/t

sampling yielded up to 8.2 grams per tonne gold with 

26.0 grams per tonne silver over 2 metres (sample J69) 

from the third adit and 2.7 grams per tonne gold with 

76.0 grams per tonne silver over 1.5 metres (sample 

J72) from the second adit

Property File - T.R. Stokes [1983-10-01]: Geology 

Map - Jumbo Claim - Map 1

N

UNDERGROUND

1974

Assay/analysis                

Chip

Gold 38.4 g/t

Silver 201.5 g/t

underground sampling (no.13546) yielded up to 38.4 

grams per tonne gold with 201.5 grams per tonne silver 

over 30 centimetres and 8.6 grams per tonne gold with 

92.7 grams per tonne silver across 1.8 metres

Property File - J. Paxton [1981-11-05]: Assay and 

maps of Jumbo Claim on Enterprise Creek

N

TRENCH

1969

Assay/analysis                

Chip

Lead 27.40 %

Gold 20.5 g/t

Silver 807.1 g/t

a chip sample (no. 29229) from the south end of a 

trench, located approximately 100 metres south of the 

adit, assayed 27.40 per cent lead, 20.5 grams per tonne 

gold and 807.1 grams per tonne silver over 0.6 metre

Property File - R.W. Phendler [1970-03-11]: Report on 

the Mary Group of claims of Rockland Mining Ltd.

N

DRILLHOLE

1967

Assay/analysis                

Drill Core

Lead 0.30 %

Zinc 4.70 %

Gold 6.8 g/t

Silver 271.9 g/t

diamond drilling is reported to have yielded up to 0.30 

per cent lead, 4.70 per cent zinc, 6.8 grams per tonne 

gold and 271.9 grams per tonne silver over 75 

centimetres in hole no.4

Property File - R.W. Phendler [1970-03-11]: Report on 

the Mary Group of claims of Rockland Mining Ltd.

N
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